
T~FilF COPY
AD-A 03  81 -REPORT DOCUMENTAIVION PAGE

lb. RESTRICTIVE MARKIN4GS

t LLASSIFiCATION AUTHORII Y 3 oiSTRIBUTION/AVAI LABILITY OF RE)PORT

________________________________I This document has been approved for pul~hic

2b CECLASSIFICATIONO~WNGRADINGSCHEDULE release and sale; its distribution is uin-

_______________________________________ limited.
4 PERMING ORGANIZATION REPORT NUMBERJSI S. MONITORING ORGANIZATION REPORT NUMBR

IFSM 88-153 /O

6. NAME OF PE RFORMiNG 0SGANlZA lIot, b. OFFICE SYMBOL 7.. NAME OF MONITORING ORGANli S 00?

IF.111GH UN IVERSI1TY fit appicable I OFFICE OF NAVAJL RE'-rARC11 y. 0

6c. AtrORESS (City, Slat, and 7,1P Code, 7b. ADDRESS (City. State anJ ZII Codel

Bethlehem, PA 18015 Dprmn fteNv

go.. NAMF OF IFUNDING/SPONSORING Bb. OFFICE SYMBO0L 9. PROCUREMENT INSTRUMENT IDENTlrtCp ION NUMBER

D" V t. f the Na NOOCI 0 1 -83-K-Ol 07

' ^DOPESS (City. State and 71P Coale) 10. SOURCE OF FUNDING NOS---

.100 North Quincy Street PROGRAM PROJECT TA! K WCnK VNIT

Arlington, VA 22217-5000 ELEMENT NO. NO. NO,

It TL (~eu't ~cuit CnileliniN00014 83-K 0i07 43150

EC'1 TPOCHEMICAL CONSI1DERAT IONS OF CRACK- -

17. ?"!RS'ONAL AVTHOR(S) GROWTH IN FERROUS ALLOYS
F_ P'. We i

13a, TYVPE OF REPORT Fl3lb. TIME COVERED 114, DATE OF REPORT (Yr.. Mo.. Day) AGE CU NT

IS. SUP~PLEMENTARY NOTATION

ICOSAT-CODE S 18. SUBJECT TERMS iContinue on re.erve if ecesjaly and idegntify by bWa numbert

-FIELD GOUP SIJB.GR. ,-Environmental effects; fracture mechanics; I: ack gra)wth;

corrosion fatigue; stress corrosion cracking- el rtro-

chemistry; corrosion; modeling; steels.

19 ST RA C T Confllnue onI .ers if neceUGI a~nd Idetfy by blok number)

Evronmnental ly assisted \crack growth in ferrous al loys in aqtosevrnet snml-

f -ceted problem of technolog~ica1 importance. Recent stud ies of elect rochemi cal reactio0ns, Wit

banre metAl surfaces anrd of c ack growth [response have provided a c lear demons rattn oif cloc

t rochei cal react ion control !of (rack growth tin steels. These stuldies alIso :,:.owed the imii--

port an ce of I oral ized trinst du V react iITInS withI bare metIal1 surfaces at tihe crack t ip and H ie

* i eed fo~ra ne11wap 'c (I to tie me asurement of elect t0(i Wil I ca I react.,_ in k ine t ics. III liz

paper, .i F ra-mework is outtlied for the idenitificat ion andI model 1inrg of crack growthl respon,;e.

nqIzeoIhls eflVirflfli)nj0ltS inl terms of the underlying chemi cal processes. Tis framework serves a,

*a has is for fnlli(Iental'nderstandiflg, and for the rational 1 nterpret At ion arid itt ill zat ion of

craick growth data.-flki1ei ing of e lectrochiemical react ion cont rol of crack gr('?th for stec is i

afhleotis envi rotimonts and a 11ew method for measuring the kinetics of reactions withi hare metal.

Surfare,. are briefly summtari zed. The influences of el~ectrochemicall variabler onl crack growth

are re-examined, and are illustrated by data on -,tee]-s. 'rile engineering implications of tlies

Find ings anid areas for further research are discussed.

20 DISTRISUTION/AVAILASILITY OF ABSTRACT 21. ABSTRACT SECURITY CLASSIFICATION

Ut4CLASSIFiEo,%UNLIMITEO ElSAME AS RPT 0 OTIC USERS C (NC1,ASSI FT ET

22s, NAME OF 04ESPONSIBLE INniVICDUAL 22b, TELEPHONE NUMBER 22c. OF. CE SYMBOL
UIfluiIV Arva Code)

Or. Roibert P. Wei 2 15- 758-3587

DE) FORM 1473, 83 APR EDITION OF I JAN 73 IS OBSOLETYE. 1 ED
SECURITY CLAS! FICATION OF THIS PAI



Plenary paper for Creep Fracture and Environment Session of Seventh

International Conference on Fracture, Houston, TX, 20-24 March, 1989.

Accession For

ELECTROCHEMICAL CONSIDERATIONS OF CRACK GROWTH IN FERROUS.ALLOYS GRA&I

Unannounced

Justification

R. P. WEI By

Distribution/

Department of Mechanical Engineering and Mechanics Availability Codes
Lehigh University Alaad/or

Bethlehem, PA 18015, USA Dist Special

ABSTRACT I
Environmentally assisted crack growth in ferrous alloys in aqueous environ-
ments is a multi-faceted problem of technological importance. Recent studies
of electrochemical reactions with bare metal surfaces and of crack growth /nTc
response have provided a clear demonstration of electrochemical reaction
control of crack growth in steels. These studies also showed the Importance *0
of localized transient reactions with bare metal surfaces at the crack tip
and the need for a new approach to the measurement of electrochemical reac-
tion kinetics. In this paper, a framework is outlined for the identifica-
tion and modeling of crack growth response in aqueous environments in terms
of the underlying chemical processes. This framework serves as a basis for
fundamental understanding, and for the rational interpretation and utiliza-
tion of crack growth data. Modeling of electrochemical reaction control of
crack growth for steels in aqueous environments and a new method for measur-
ing the kinetics of reactions with bare metal surfaces are briefly sum-
marized. The influences of electrochemical variables on crack growth are re-
examined, and are illustrated by data on steels. The engineering implica-
tions of these findings and areas for further research are discussed.

KEYWORDS

Environmental effects; fracture mechanics; crack growth; corrosion fatigue;
stress corrosion cracking; electrochemistry; corrosion; modeling; steels.

INTRODUCTION

Environmentally assisted crack growth (both corrosion fatigue and stress
corrosion cracking) in high strength alloys is well recognized as an impor-
tant factor in determining the reliability and durability of engineered
components and structures. As a major class of structural materials, fer-
rous alloys are used in many applications where exposures to aqueous envi-
ronments and cracking are of concern. The components and structures include
pressure vessels and piping in the chemical and power industries, bridges,
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ships and off-shore structures. Cracking involves complex interactions
between loading (mechanical), environmental and metallurgical variables.
These interactions are manifested through the influences of temperature,
stress-intensity factor and cyclic-load frequency on the crack growth rates
and the cracking response, and may depend on a host of electrochemical
variables (such as, electrode potential, ionic strength, and solution pH).

To understand environmentally assisted crack growth and to make the test

data useful for quantitative design and for alloy development, it is essen-
tial to identify the processes tnat control crack growth and to model the
cracking response in terms of these processes and their interactions. The
importance and the multi-disciplinary nature of environmentally assisted

crack growth have been recognized. Considerable attention has been given to
the study of crack growth in gaseous environments during the last twenty
years. A reasonable conceptual understanding has evolved in terms of the
underlying chemical processes (namely, gas transport, surface reaction and
hydrogen diffusion) and of the microstructure for fatigue (see, for example,
Wei and Simmons, 1986; Wei, 1987) and for hydrogen embrittlement (Wei and
Gao, 1985; Wei et al., 1984a). Because of greater complexity of the problem,
comparable levels of understanding of crack growth in aqueous environments

have not been achieved (Wei et al., 1984b). Recent studies (Alavi et al.,
1986; Chu, 1987; Thomas et al., 1986; Wei, 1985; Wei and Alavi, 1988) showed

that crack growth in steels is controlled by localized transient reactions
with bare metal surfaces at the crack tip (vis-i-vis, the steady-state

reactions associated with the conventional polarization measurements). As
such, a new approach and new techniques had to be developed to measure the
kinetics of electrochemical reactions (Alavi et al., 1987; Shim and Wei,
1986; Wei, 1985; Wei and Alavi, 1988). A re-examination of the influences
of electrochemical variables on crack growth is also needed.

In this paper, a framework is outlined for the identification and modeling
of crack growth response in aqueous environments in terms of the underlying
chemical processes. This framework serves as a basis for fundamental under-
standing, and for the rational interpretation and utilization of crack
growth data. Modeling of electrochemical reaction control of crack growth

for steels in aqueous environments and a new method for measuring the kinet-
ics of reactions with bare metal surfaces are briefly summarized. The in-
fluences of electrochemical variables on crack growth are re-examined, and
are illustrated by data on steels. The engineering implications of these

findings and areas for further research are discussed. Although emphasis is
being placed on crack growth, many of the considerations are also germane to
crack initiation and early growth.

CRACK GROWTH PROCESSES

The processes that are involved in the enhancement of crack growth in high-
strength alloys by aqueous environments (electrolytes) are considered first.
Similar to the case of gaseous environments, these processes are as follows
(after Wei, 1979; Wei et al., 1984b):

1. Transport of the deleterious species to the crack tip.

2. Reactions of the electrolyte with newly produced crack surfaces to

produce hydrogen or to effect dissolution.

3. Hydrogen entry (or absorption).
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4. Diffusion of hydrogen to the fracture (or embrittlement) site.

5. Partitioning of hydrogen among the various microstructural sites.

6. Hydrogen-metal interactions leading to embrittlement (that is, the
embrittlement reaction).

These processes operate consecutively or in sequence. The overall crack
growth response is governed by one or more of these processes in conjunction
with the mechanical driving force for crack growth, which may be charac-
terized by either the applied or local stress or by the crack tip stress
intensity factor K (Johnson and Paris, 1968; Wei, 1970).

The first step in the sequence involves transport of the various species
(such as chloride ions) in the electrolyte. The transport processes include
fluid flow, electro-migration and diffusion (Turnbull, 1984; Wei et al.,
1984b). The second step involves the reactions of newly created crack sur-
faces with the electrolyte to produce hydrogen. The remaining processes (3
through 6) are identical to those for the gaseous environments, and involve
the entry and transport of hydrogen through the material by diffusion, and
the distribution of hydrogen within the material. Embrittlement, or the
final step in the sequence, however, is a function of microstructure (Gao
and Wei, 1985). The extent of embrittlement or the rate of cracking along
each microstructural path is a function of the local hydrogen concentration,
which in turn is expected to depend on the external environmental conditions
(hydrogen fugacity and temperature). Cracking along the various microstruc-
tural elements (or paths) is expected to take place concurrently (i.e.. in
parallel). The overall crack growth rate is the weighted average of the
individual rates along the different crack paths or of the operative micro-
mechanisms.

For a dissolution mechanism (see Devereux et al., 1972), on the other hand,
the anodic (dissolution) reactions in the second step would be directly
responsible for crack growth enhancement, and the subsequent processes (3
through 6) do not need to be considered. Electrochemical reaction and crack
growth data, however, suggest that the dissolution mechanism underestimates
crack growth rates by almost 3 orders of magnitude (Allison, 1988; Wei and
Alavi, 1988). As such, it cannot be the principal mechanism for crack
growth, although the reactions themselves are an 'integral part of the over-
all process. For the remaining discussions, therefore, this mechanism for
crack growth will not be considered.

Clearly, advances in the understanding of corrosion fatigue and stress
corrosion cracking in aqueous environments require a framework through which
the environmental contributions can be isolated and related to the process
that control crack growth. Such a framework is essentially in place, and is
based on one that has been used successfully for understanding environmen-

tally assisted crack growth in gaseous environments (Wei et al., 1984a; Wel
et al., 1984b). The basic elements of this framework consist of a super-
position model (for fatigue), chemical modeling of crack growth response,
definition of crack tip chemistry, and consideration of electrochemical
reactions with bare metal surfaces. A more detailed discussion of each
relevant element is given in the following sections in connection with
considerations of the influences of electrochemical variables on corrosion
fatigue and stress corrosion crack growth in steels.
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ELECTROCHEMICAL REACTIONS AND CRACK GROWTH

Important understanding of crack growth response in aqueous environments is
beginning to emerge through modeling and experimental verification of the
role of electrochemical reactions at the crack tip (Wei, 1985; Alavi et al.,
1987; Shim and Wei, 1986; Thomas et al., 1986; Wei and Alavi, 1988). Crack
growth is considered to occur as a result of embrittlement by hydrogen that
is produced by local reactions at the crack tip. The rate of r.eaction is
governed by the electrochemical conditions (such as, solution chemistry,
electrode potential and pH) and the surface conditions (bare versus oxi-
dized) at the crack tip. The electrochemical conditions near the crack tip
can be different from those of the external (bulk) environment, and are
expected to depend on the kinetics of the transport processes and of the
reactions with the crack surfaces. As in the case of gaseous environments,
correct representation and modeling of crack growth response depend on the
proper recognition of which one of the processes is in control, coupled with
quantitative characterization and description of that process. Suitable
models, therefore, must address the following two topics: i) the formation
of the crack-tip electrochemical environment, and (ii) the kinetics of
reactions with the crack-tip environment, as discussed by Turnbull (1984),
and by Wei et al. (1984b).

Electrochemical Reaction Controlled Crack Growth

For crack growth in high strength steels in aqueous environments, it is
reasonable to assume that embrittlement is by hydrogen, while the crack
growth rate, or the growth response, is governed by the rate of electro-
chemical reactions. This assumption was based on the study of reactions of
water vapor with iron and steels (Dwyer et al., 1977; Wei and Simmons,
1979), and is gaining increasing support from electrochemical and crack
growth data (Alavi et al., 1987; Allison, 1988; Chu, 1987; Shim and Wei,
1986; Thomas et al., 1986; Wei, 1985; Wei and Alavi, 1988; Wei and Shim,
1983).

A model for reaction-controlled corrosion fatigue crack growth has been
formulated as an analogue to the gaseous case (Wei, 1985). Here the extent
of surface reaction per cycle is identified with the fractional amount of
electrical charge transferred during each fatigue cycle from the reactions
of the newly formed crack surfaces with the electrolyte at the crack tip.
The amount of charge transferred (q) is assumed to be directly proportional
to the amount of hydrogen that is produced each cycle, and is determined by
the integral of current flow (i) over the loading cycle; i.e., q - fidt.
The corrosion fatigue crack growth rate is as follows (Thomas et al., 1986;
Wei, 1985):

(da/dN)cf - [(da/dN)c - (da/dN)rJ[q/qs] (1)

where, (da/dN)cf is the cycle dependent component of the measured crack
growth rate; fda/dN)c is the "pure" corrosion fatigue crack growth rate;
(da/dN)r is the mechanical fatigue crack growth rate (i.e., rate in an inert
environment); q is the amount of charge transferred per cycle; and qs is the
"saturation" amount or that required to complete the reactions. The amount
of charge transfer is proportional to the reaction rate-constant (which is a
function of temperature) and the time for reaction. It is recognized that
the reactions may be composed of several steps.
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The overall dependence of q and (da/dN)cf on temperature and time (or fre-
quency) would reflect the temperature dependence of the individual reaction
steps. The appropriateness and efficacy of models depend on proper modeling
in terms of the controlling processes and of the possible transfer of con-
trol with changes in environmental conditions. The relationship between
corrosion fatigue crack growth and electrochemical reactions can be probed
through two of the important variables in corrosion fatigue: temperature and
frequency. Temperature is reflected through its effect on the kinetics of
reactions, while frequency establishes the available reaction time during a
given loading cycle.

For stress corrosion crack growth, on the other hand, the crack growth rate

in the K-independent Stage II is expected to reflect the "average" rate of
reactions (Wei, 1981), and may be represented by eq. (2):

(da/dt)iI = Csexp(-Es/RT) (2)

where Cs is an empirical rate constant; Es is the apparent activation energy

for the electrochemical reactions; R is the universal gas constant; and T is
the absolute temperature. The apparent activation energy is to be deter-
mined from the "average" reaction rate. Because the reactions can involve
several steps, which are still not well understood, this rate is determined
operationally from the inverse of the time required to attain a certain
fraction (say 90 to 95 percent) of the saturation charge, qs (Wei, 1981;
Chu, 193(),.

Crack Tip Chemistry

The kinetics of the bare surface reactions are expected to depend upon the
electrochemical conditions at the crack tip (i.e., the crack tip chemistry).
These reactions are localized in a region that is estimated to be on the
order 1 mm from the crack tip, and having an opening of tens of microns (Wei
et al., 1984b). The problems associated with the characterization of crack
tip chemistry are considered here, and those with the measurement of bare
surface reaction kinetics are discussed in the following subsection.

Prediction of the crack-tip electrochemical conditions as a function of
crack geometry, bulk solution chemistry and surface electrode potential

requires solving the set of transport equations, eqs. (3) to (6), which are
coupled with those for the surface reactions (Turnbull, 1984; Wei et al.,
1984b). The transport of a species in an electrolyte occurs by migration,
diffusion or convection, or by any combination of the three processes.
Migration refers to the transport of ionic species under an electrical

potential gradient; diffusion, due to a concentration gradient; and convec-
tion, by fluid/electrolyte flow. The flux (J) of the i n species in the
electrolyte is given by eq. (3).

i - ziuiFCiVO - DiVCi + Civ (3)

In eq. (3), zi is the charge; ui is the the mobilit of ions; F is the
Faraday constant; C i is the concentration of the it  species; $ is the
electrode potential; Di is the diffusion coefficient; and v is the fluid
velocity.

The conservation of mass of the ith species is given by eq. (4).

aCi/at = - v.Ji + Ri (4)
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aci/at is the rate of change of concentration with time, and Ri is the rate
of production (or consumption) of the i'h species. In addition, the solu-
tion is electrically neutral to a good approximation. Charge neutrality is
expressed by eq. (5).

EziCi - 0 (5)
i

The current density in the electrolyte is given by the motion of charged
particles (anions and cations) as follows:

I = F EziJi (6)
i

Equations (3) to (6) provide a consistent description of the transport
processes in an electrolyte (Turnbull, 1984).

Solution of the coupled transport and reaction equations is very difficult,
and has been considered in terms of specific models. The various models
have been summarized by Wei et al., (1984b). Most of these models were
formulated on the basis of one-dimensional transport and utilized a rectan-
gular crack (i.e., one with a constant opening), and considered only one or,
at most, two of three possible transport mechanisms. The assumed reactions
at the crack tip and on the crack "walls" included single anodic and catho-
dic reactions, and simultaneous multi-electrode reactions of anode and
cathode, but were based by and large on steady-state kinetics (presumably
for already "filmed" surfaces). The use of steady-state kinetics can be
seriously questioned. Because the environment of interest is localized to a
constricted region within about 1 mm from the crack tip, direct experimental
measurements are extremely difficult and may not be possible.

Bare Surface Reactions

To identify the relationship between electrochemical reactions and environ-
mentally assisted crack growth in high strength steels, a 3-electrode in
situ fracture method was developed for measuring the kinetics of transient
electrochemical reactions for a bare metal surface which is coupled to a
filmed (or oxidized) surface of the same material under open circuit condi-
tions (Alavi et al., 1987). While the technique has been used successfully
to demonstrate correlations between electrochemical reaction kinetics and
crack growth response of high-strength steels under both sustained and
fatigue loads for free corrosion, it was recognized that the 3-electrode
corrosion cell is not a correct analogue for the crack tip when an external
potential is imposed (Thomas et al., 1986; Wei and Alavi, 1988).

In essence, the crack tip must be viewed as a composite electrode, which
consists of the bare surfaces at the very tip and filmed (or oxidized)
surfaces along the crack flanks (Wei and Alavi, 1988). These portions of
the crack surfaces are linked electrically through the specimen. In poten-
tiostatically controlled tests, this composite electrode is polarized with
respect to an appropriate reference electrode by means of a separate counter
electrode; both located outside of the crack. Thus, the appropriate analogue
would be a 4-electrode cell, consisting of a bare surface, a filmed or
"oxidized" surface, and external counter and reference electrodes. A schema-
tic illustration of an electrochemical analogue of the crack-tip corrosion
cell is shown in Fig. 1, and a schematic diagram of the 4-electrode arrange-
ment is given in Fig. 2 (Wel and Alavi, 1988). The salt bridge is used to
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simulate the conductive path along the crack. An auxiliary reference elec-

trode has been included so that the cell potential can be monitored indepen-
dently.

Cell

Counter Electrodes

Specimen (Working Electrode)

Fig. 1. Schematic illustration of an electrochemical
analogue of the crack-tip corrosion cell.

A. H I  Potentiostat

,Reference
ZRA< Z RA Electrode

Reference */ (Control)

(Measure

(Bore Surf.)

Rods
("Oxidized")

ZRA: Zero resistance ammeter

Fig. 2. Schematic diagram of the 4-electrode corrosion
cell.

Measurements are carried out by first polarizing the composite electrode
(consisting of the fully isolated specimen and the oxidized rods) to the
desired potential, and then breaking the specimen in tension to expose fresh
fracture surfaces to the electrolyte. The current and potential transients
following fracture are recorded, and the amount of charge transferred is
determined from the current transient by numerical integration. Detailed
experimental procedures are given by Wei and Alavi (1988).
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EXPERIMENTAL OBSERVATIONS

Measurements of the rate of reactions with bare steel surfaces have been
made and have been correlated with crack growth data in deaerated sodium
chloride, sodium sulfate and sodium carbonate-bicarbonate solutions for high
strength steels and for a 304 stainless steel (Allison, 1988; Alavi et al.,
1987; Alavi and Wei, 1987; Chu, 1987; Thomas et al., 1986; Wei and Alavi,
1988). Independent measurements of the influences of salt bridge resistance,

solution pH and ionic concentration on electrode potential have also been
made (Xu and Wei, 1988). Although incomplete, these data now pr-ovide credi-
ble information for understanding the influences of a number of key para-
meters on crack growth. These results are summarized in the following
subsection, and the influences of specific parameters are considered in a
subsequent section.

Electrochemical Reactions

Measurements of the rate of reactions with bare steel surfaces have been
made. Typical potential and current transients following specimen fracture
are shown in Figs. 3 and 4, respectively, for an AISI 4340 steel in de-
aerated 0.15N Na 2SO4 solution (pH = 6.8) at room temperature (Wei and Alavi,
1988). Charge transfer, derived from such current transients, are shown in
Fig. 5 as a function of the cell ("crack-tip") electrode potential. Indepen-
dent measurements showed that the bare surface potential (immediately fol-
lowing fracture) had reached -975 mV SCE, which is well below (more cathodic
than) the free corrosion potential of -780 mV SCE. Because of potential
drop along the salt bridge (or along the crack), the reactions within the
cell cannot proceed under potentiostatLc control. The mixed potential
within the corrosion cell decreased abruptly upon specimen fracture and
recovered rapidly to its initial value. The measured decrease in mixed
potential, however, was only on the order of 30 mV (Fig. 3).

-700 1 1 ,T- V- T

ArS[ 4340 STEEL IN

DEAERATED 0.3M Na 2 SO 4 SOLUTION

-750 AT ROOM TEMPERATURE
U,

E

-j -800I-sO

W Potential
0 -850

a. Applied -850 mV SCE

Cell -803 mV SCE

"900 , , . I

0 20 40 60 80 100
TIME (s)

Fig. 3. Typical cell-potential transient following
specimen fracture under an externally applied
cathodic potential (Wei and Alavi, 1988).

The results showed that the reactions are localized, and are those that
bring the bare surface (crack tip) to the same oxidation state as that of
the "filmed" surface (crack flank). These equilibration reactions are
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driven by the potential difference between the two surfaces, which tended to

enhance anodic reactions at the bare surface and cathodic reactions at the
filmed surface. The amount of charge transferred during the equilibration

reactions reflects the influence of the local potential (i.e., of the oxida-

tion state of the "filmed" surface). Because of potential (IR) drop along

the salt bridge, the mixed potential within the corrosion cell (or at the
crack tip) tended to differ from the applied potential and to remain close

to the free corrosion potential (see Fig. 3, and Doig and Flew.itt, 1978).
At higher temperatures and for low conductivity electrolytes, the IR drop is

expected to keep the cell potential essentially at the free corrosion poten-

tial (Doig and Flewitt, 1978; Wei and Alavi, 1988).

a Anodic

4 /-Bore Surface

-4 -- Potent to
I-

Applied -850 mV SCE

-8 Cothodic Cell -803 mV SCE

0 0.2 0.4 0.6 0.8 1.0
TIME (s)

Fig. 4. Typical current transient following specimen
fracture in a deaerated 0.15N Na 2 SO4 solution

under an externally applied potential at 295 K

(Wei and Alavi, 1988).

IC - , I
NiCrMoV STEEL IN DEAERATED
O. 15N Nc2 SO 4 SOLUTION

-800 -82

10, 10 , IP 10 , 102

TIME (s)

Fig. 5. Amount of charge transferred by the reactions

of bare AISI 4340 steel surface with deaerated
0.15N Na 2 SO 4 solution as a function of elec-

trode potential at 295 K (Wei and Alavi, 1988).
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Comparable results have been obtained on high strength steels in deaerated

sodium chloride, sodium sulfate and sodium carbonate-bicarbonate solutions
and on a 304 stainless steel in the chloride and sulfate solutions (Allison,
1988; Alavi art Wei, 1987; Chu, 1987).

Corrosion Fatigue Crack Growth

Preliminary examinations of the connection between the kinetics of electro-
chemical reactions and corrosion fatigue crack growth have been made by
directly comparing the cycle-dependent component of corrosion fatigue crack

growth rate with the amount of charge transferred in the electrochemical
reaction experiments through eq. (1). Good correlation between the electro-

chemical and fatigue crack growth data has been shown by Thomas et al.
(1986) for X-70, HY-80 and HY-130 steels in sodium chloride solutions, and
by Nakai et al. (1986) for a NiCrMoV steel in a sodium sulfate solution.

Additional experiments have been carried out, and the data are shown in
Figs. 6 and 7. Figure 6 shows a comparison of the charge transfer data,
obtained from the transient reaction currents on AISI 4340 steel, with the
corrosion fatigue crack growth data for a NiCrMoV steel in deaerated
0.15N Na 2S04 solution as a function of temperature and applied potential. A

direct comparison of charge transfer data in deaerated 0.6N NaCl and IN
Na2CO3 +IN NaHCO 3 solutions, at room temperature, with the companion corro-
sion fatigue crack growth data in X-70 steel, is given in Fig. 7. These
results again show the good correlation between charge transfer and corro-
sion fatigue crack growth data. The fatigue data in Fig. 6 suggest that the
crack-tip potential remained close to the free corrosion potential, even at

an applied potential of -1000 mV(SCE). This observation is consistent with
the electrochemical measurements (see Fig. 5). These comparisons provide

support of electrochemical reaction control of corrosion fatigue crack
growth in steels in aqueous environments, and demonstrate the usefulness of
the 4-electrode corrosion cell as an analogue of the crack tip.

I0*I

NiCrMoV STEEL IN DEACRATED
0.1SN No2 SO4 SOLUTION A

CEIL POTENTIAL nV 1 SCT AA a

AA E

A- -82 ia
t

i0

tina(fe N k iet a .. 18 )

10'0

-0 0

0C AC1 o

T,iMf OR /FREC (s)

Fig. 6. Correl3tion of corrosion fatigue crack growth
rate data of a NiCrMoV steel with charge trans-
fer data (solid lines) in 0.15N Na2 SO 4 solu-
tion. (After Nakai et al., 1986).
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Noo. 10
0

0 N0 2 CO3 +NaHCO3 t
A z

z0

0 X-70 STEEL in IN No2CO3+IN NoHC0 3  10-1-U

A X-70 STEEL IN O.6N NoCI

0210' 100 10, i01

TIME OR 1/FREQ. (s)

Fig. 7. Comparison of charge transfer and corrosion

fatigue crack growth rate data in deaerated
0.6N NaCI and IN Na 2C0 3 +IN NaHCO 3 solutions at

room temperature.

Sustained-Load Crack Growth

Crack growth experiments on AISI 4130 and AISI 14340 steels, in deaerated
distilled water, 0.6N NaCI solution and IN Na2C03 + IN NaHCO solution, were

carried out to examine the role of different anions (namely, chloride and

carbonate-bicarbonate ions) in affecting crack growth rates (Chu, 1987).
Distilled water was used as a reference. The results showed that the K-

independent Stage II crack growth rates in AISI 14340 steel were generally
about 3 to 10 times higher than those in AISI 14130 steel in each of the

electrolytes (compare Figs. 8 and 9). The rates in distilled water were
faster than those in the sodium chloride solution, which in turn were faster

than those in the carbonate-bicarbonate solution, with the exception of AISI

4340 steel. For this steel, the crack growth rates in the carbonate-bicar-

bonate solution exhibited two plateaus (Fig. 9). The plateau rates at the

lower K levels were consistent with the effect of carbonate-bicarbonate ions

on crack growth in the AISI 14130 steel. But, the growth rates at the higher
K levels were comparable to those for distilled water. This two-level
response depended on ion concentration (Fig. 10), and suggested transport
control which limits the access of carbonate-bicarbonate ions to the crack

tip. The temperature dependence for crack growth was found to be essentially
the same in all of the environments, with an apparent activation energy of
about 35 kJ/mol (Table 1). The temperature dependence and the relative
growth rates for each steel correlated well with the temperature dependence

and the kinetics for the electrochemical reactions, and are identical to

those for corrosion fatigue crack growth.

These experiments provided support for electrochemical reaction control of

sustained-load crack growth (Chu, 1987). Crack growth is believed to be

controlled by the rate of anodic reactions of the electrolyte with the bare
steel surfaces, which are moderated by the added anions in solution. The
apparent transport control in the carbonate-bicarbonate solution at the

faster growth rates (i.e., at greater than 10- m/s) has been tentatively
attributed to the net repulsion of anions away from the crack tip by the
very negative potential of the bare crack tip surfaces. This transport

control may extend to the chloride solution and to other electrolytes. The

differences in crack growth rates between the two steels in the various
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environments appear to be related principally to carbon level, and are
consistent with the estimated differences in trap density at the prior-
austenite grain boundaries.

Table 1. APPARENT ACTIVATION ENERGY (kJ/mol)

Crack Growth Chemical/
4130 4340 Electrochemical

Environment Steel Steel Reactions

H20 27±1 * 37±5 36±28(vapor)

NaCI 34±7 35±9 47±6

Na 2CO 3 +NaHCO 3  40±13 44±3 28±7

Pooled 34±4 38±3 34±4

(After Chu, 1987;Simmons et al., 1978)
*Estimated 95% confidence intervals.
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Fig. 8. A comparison of the kinetics of sustained-load

crack growth for AISI 4130 steel in aqueous
environments at 294 K (Chu, 1987).

Influence of Electrochemical Variables on Crack-Tip Potential

V" is now clear that the reactions that control crack growth are those
associated with the equilibration of the bare crack tip surfaces against the
"oxidized" crack flank (Wei and Alavi, 1988). The crack growth response is,
therefore, strongly influenced by the state of the crack flank, which may be
characterized by its electrode potential near the crack tip. The crack tip
potential is influenced by the external polarization, solution resistance
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Fig. 9. A comparison of the kinetics of sustained-load
crack growth for AISI 4340 steel in aqueous
environments at 294 K (Chu, 1987).

along the crack, and a range of electrochemical variables. To assess the
influences of some of the key variables, a simulation cell was used (Xu and
Wei, 1988). It is made of two separate cells, with the working electrode
(representing the crack flank) in one cell and the counter and reference
electrodes in another. The two cells are connected with a salt bridge to
simulate the conduction path along the crack, and its resistance can be
easily adjusted through the use of a stopcock.

, AISI 4340 STEEL

in No 2 CO3 -NoHCO 3EE 10-.5 00

0 _6 V

0 a ON (PURE WATER)
v 1 0 - 7  

£ 0.25N
0 o.SN

0 0 i

<o I N

) 2N

10-8 . . . . . .

10 20 30 40 50 60 70 80

STRESS INTENSITY FACTOR (MPa-ml/2)

Fig. 10. A comparison of the kinetics of sustained-load

crack growth for AISI 4340 steel in the influ-
ence of concentration of carbonate-bicarbonate

solution (ON, 0.25N+O.25N, 0.5N+0.5N, 1N+1N and
2N+2N) at 294 K (Chu, 1987).

Experiments were carried out in deaerated 0.6N NaCI solution at room temper-
ature, using an AISI 4340 steel as the working electrode. The effect of
salt bridge resistance on the electrode potential, at pH - 6.3, was examined
as a function of the externally applied potential (from -5,000 to +5,000 mV
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SCE), and is shown in Fig. 11. The change in electrode potential (Ein t )
with externally applied potential (Eext) reflected the polarization response

of the working electrode, and is consistent with the results reported by
Turnbull and Ferris (1987).

The influence of pH on the free corrosion potential and on the electrode
potential (for a given external potential and salt bridge resistance) is
illustrated in Fig. 12. The effect of pH on solution conductivity is shown
in. Fig. 13. From these figures, it is clear that both the free corrosion

-100
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Fig. 11. The effect of salt bridge resistance on the

electrode potential (Eint) as a function of the
externally applied potential CE et) in deaer-
ated 0.6N NaCl solution (pH e 3 ) at room
temperature (Xu and Wei, 1988).
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Fig. 12. The influence of pH on the free corrosion po-
tential and on the electrode potential (for an

externally applied potential of -1,500 mV(SCE)
and salt bridge resistance of 2,500 ohms) of
AISI 4340 steel in deaerated 0.6N NaC1 solution

at room temperature (Xu and Wei, 1988).
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Fig. 13. The effect of pH on the conductivity of deaer-
ated 0.6N NaCl solution at room temperature.

potential and the electrode potential under a given externally applied
potential varied with pH, and were relatively constant from pH values of
about 3 to 10. The ability to drive Eint away from the free corrosion
potential was poor at the very acidic and very basic pH values. Over the
intermediate range of pH values (3 to 10), it was easier to impose a catho-
dic polarization at low values of pH, and an anodic polarization at high pH
values. It is to be recognized that the salt bridge resistance was main-
tained constant for these measurements. In reality, the results would be
modified by the change in solution conductivity with pH. With increasing
temperature and the concomitant increase in reaction rates, the ability to
drive E nt away from the free corrosion potential is expected to be further
impaired.

The influence of ferrous ion concentration was also examined by adding FeCl 2

to the 0.6N NaCl solution. Data obtained at pH -. 3.4 to 3.6 suggested that
higher currents were needed to achieve a prescribed electrode potential as
FeCl 2 concentration increased from 0 to 0.05M.

These results suggest that the crack-tip electrode potential could be very
different from the externally imposed potential during stress corrosion
cracking and corrosion fatigue (cf, Doig and Flewitt, 1978; Turnbull and
Ferris, 1987). The actual value will depend on a range of variables, and
may remain close to the free corrosion potential. Care must be exercised,
therefore, in the interpretation and extrapolation of test results. The
influences of pH and ion concentration on the rates of reaction with bare
steel surfaces are not understood, and must be examined thoroughly.

FACTORS THAT INFLUENCE CRACK GROWTH

Based on the foregoing discussions and the limited experimental data, some
observations can be made on the influences of several key variables on crack
growth in ferrous alloys that are exposed to aqueous environments. These
variables include temperature, cyclic-load frequency, electrode potential,
solution pH, ionic species, and crack geometry. It is recognized that some
of the dbservations cannot be very specific, and may change with time.
Furthermore, many other variables may be of importance. Their considera-
tions, however, will have to be left to future investigators. It must be



- 16 -

emphasized that the following observations deal principally with crack
growth, and should not be extend to crack initiation without careful consid-
eration.

Temperature

Temperature is the most important variable in affecting environmentally
assisted crack growth. Through its influence on the kinetics of chemical/
electrochemical reactions, it increases the rate of crack growth under
sustained loading (Chu, 1987; Wei and Gao, 1984; Wei and Simmons, 1979).
The influence of temperature on corrosion fatigue crack growth is manifested
through a coupling with frequency. The increase in reaction kinetics with
increasing temperature is reflected principally through a shift in the crack
growth response into a higher frequency domain (see, for example, Fig. 6).

The effect of temperature on crack growth may be exerted indirectly through
changes in the electrochemical conditions at the crack tip. For examrple,
the increased reaction rates at higher temperatures make it increasingly
difficult to polarize the crack tip away from the free corrosion potential.
Changes in electrolyte composition and solution pH can also occur as a
result of changes in the rates of reactions and transport processes, and in
reaction mechanisms. These changes, or lack of changes, are then reflected
in the crack growth rates and cracking responses. Detailed investigations
are needed to develop improved understanding of these more "subtle" influ-
ences on the cracking response.

Frequency

Frequency plays a significant role in influencing corrosion fatigue crack
growth since it defines the available time for reactions during each loading
cycle and, through its influence on convection, the crack-tip chemistry. In
conjunction with the kinetics of reactions, it determines the extent of
reaction and the amount of hydrogen production during each cycle of loading,
and thereby establishes the extent of crack enhancement each cycle. At very
low frequencies, where the time is more than sufficient to complete the
equilibration reactions at the crack tip, no further increase in crack
growth rates is expected. With increasing frequency, the convective contri-
bution to ionic transport increases and can significantly change the crack
tip chemistry. At sufficiently high frequencies, cavitation may also occur
and thereby drastically alter the nature of the problem.

As indicated in the foregoing subsection, the effect of frequency is coupled
with that of temperature through the changes in reaction kinetics, and with
that of transport to determine crack tip chemistry. Because of these cou-
pling, frequency and temperature serve as important probes for developing an
understanding of environmentally assisted crack growth.

Electrode Potential

Electrode potential is known to be an important factor in influencing corro-
sion, and is expected to significantly affect crack initiation. Its impact
on crack growth, however, is limited by the ability to alter the potential
at the crack tip. Figures 5 and 6 suggest that the kinetics and extent of
reactions are influenced by the local electrode potential. Through this
influence, crack growth rates and cracking response can be altered. Because
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electrode potential at the crack tip can depend on variables (such as,
solution composition and pH, solution conductivity or potential drop along
the crack, and temperature) its influence on crack growth would depend on
the material and electrolyte and cannot be inferred simply from the exter-
nally imposed potential (Allison, 1988; , 1984; Shim et al., 1988; Wei
and Alavi, 1988).

Solution pH

Solution pH, like electrode potential, is known to influence corrosion and

is expected, therefore, to affect crack initiation. Data on 3 04 stainless
steel in deaerated sodium chloride and sodium sulfate solutions, however,

indicate that the kinetics of equilibration reactions on bare surfaces are
not significantly changed over a broad range of pH, from 3 to 10 (Alavi and

Wei, 1987). Data for the sodium chloride solutions are shown in Fig. 14.
These results suggest that there may be very little influence of pH on crack
growth rates in certain systems. These data, however, are quite limited.
Additional investigations are required before definitive conclusions can be
made for a broader range of materials and environments.

DEAERATED 0.6N NaCI SOLUTION 102

-400 mV(SCE) AT 295K V
E

101

z
I-

0 0

4.0

~8.0
,o-2 10-1 ,o°  1o1 ,o1

TIME (3)

Fig. 14. The influence of solution pH on charge transfer

for 304 stainless steel in deaerated 0.6N NaCl
solution at -400 mV (SCE) and 295 K (Alavi and
Wei, 1987).

Ionic Species

Corrosion fatigue and sustained-load crack growth data have clearly shown
that different anions (for example, chloride and carbonate-bicarbonate) in
solution alter the reaction kinetics and, hence, the rate of crack growth

and cracking response (see Figs. 7 to 9). Influence of ionic transport on

crack growth is also seen (see Fig. 10); this influence appears to be depen-
dent on the nature of the ionic species. The results suggest that both the

bare surface reaction kinetics and crack growth rates are retarded by the
addition of anions. These findings are internally consistent, but run

counter to those for corrosion and crack initiation. Further clarification

of this important difference is needed.
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Crack Geometry/Crack Closure

Crack geometry and crack closure phenomenon can alter both the chemical
conditions within the crack and the effective mechanical driving force.
Under certain electrochemical conditions, insoluble corrosion products or
hydrogen bubbles can form within the crack. These products of reactions can
impede the various transport processes and affect current flow (increasing
potential drop) along the crack, and thus alter the electrochemical condi-
tions at the crack tip. The insoluble corrosion products can act as a wedge
and reduce the effective driving force for corrosion fatigue crack growth.
This effect is especially pronounced near the so-called threshold region,
and can lead to apparent arrest in crack growth. On the other hand, in the
case of stress corrosion cracking, volume expansion associated with corro-
sion product formation (or "swelling") can itself provide the crack driving
force and sustain crack growth in the absence of external loading.

ENGINEERING IMPLICATIONS AND FUTURE RESEARCH

It is clear that environmentally assisted crack growth of ferrous alloys (of
any alloy, for that matter) in aqueous environments is quite complex. Under-
standing of chemical control crack growth now provides a useful basis for
extrapolating data for design applications. Crack growth data may be extra-
polated "reliably" to other temperatures and frequencies through the mea-
surement of chemical/electrochemical reaction kinetics, vis-A-vis, extensive
mechanical testing. On the other hand, designers must recognize that crack-
ing response for different materials in a variety of environments can be
different. Apparently "immunity" under one set of conditions does not
ensure adequate performance under another set of conditions, because changes
in underlying reaction kinetics can result in a shift in the region of
cracking susceptibility. Corrosion products can significantly alter envi-
ronmentally assisted crack growth response. Their presence may be benefi-
cial under certain circumstances (e.g., for near-threshold fatigue crack
growth), and can be detrimental in others (e.g., for stress corrosion crack-

ing). The designers should be wary and not be taken by surprise.

The work summarized here represents only the beginning. Environmentally
assisted crack growth reflects a material's response to stress and the
concomitant interactions with the environment. Much more work is needed to
address (i) the mechanisms and kinetics of reactions of the material with
the chemical environment, (ii) quantitative characterizations of the crack
tip environment, and (iii) the Interactions of stress and environment with
the microstructure which lead to cracking. A framework and a workable
approach have been established as a scientific basis for understanding.
Basic understanding that emerges from the ensuing studies must be trans-
formed into tools that can be used in design.

SUMMARY

Based on available experimental results and models, it is clear that a
formalized basis for understanding environmentally assisted crack growth for
ferrous alloys in aqueous environments has been established. Crack growth
results from embrittlement by hydrogen that is produced by the reactions of
the environment with newly created surfaces at the crack tip. Crack growth
rate under sustained loading is proportional to the effective rate of reac-
tions, and that for corrosion fatigue is proportional to the extent of
reaction (or the charge transferred) per cycle. The reactions are localized
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to the crack tip region and reflect equilibration between the bare surfaces
created by crack advance and the filmed (oxidized) crack flank.

Understanding of crack growth response in terms of the controlling chemical
and electrochemical processes is beginning to emerge through the coupling of
chemical and crack growth measurements with quantitative modeling. The use
of fracture mechanics methodology and the development of electrochemical
analogues have contributed significantly to this evolution in understanding.
A more complete understanding of crack growth in aqueous environments, how-
ever, requires detailed knowledge of the mechanisms and kinetics of reac-
tions, particularly with bare surfaces. It is necessary also to quantify
the transport processes and their interplay with chemical and electrochemi-
cal reactions to define the crack tip environment. More sophisticated
chemical and analytical techniques will need to be brought to bear.

A number of key variables have been identified. These variables include
temperature, cyclic-load frequency, electrode potential, solution pH, and
ionic species. Some of the effects have been examined. Because of the
complexity of the interactions, however, generalizations cannot be made at
this time. On the other hand, the results do suggest that some long held
ideas in corrosion may not be directly applicable to crack growth; for
example, the need for specific ions and critical potential ranges to cause
cracking. Care and judgement must be exercised in using this information in
design. Concepts based on crack initiation do not necessarily hold true for
crack growth, or vice versa.
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